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1. Client
Name : HYUNDAI L&C
Address : 7, 8F, CENTER1 Bldg, 26, Uljiro 5-gil, Jung-gu, Seoul

2. Sample Description : BODAQ INTERIOR FILM
3. Date of Test : 2019.12.18 ~2020. 01. 06

4. Location of Test : M Permanent 1 On Site Testing
(Address: 21, Yangcheong-3gil, Ochang-eup, Cheongwon-gu, Chungbuk, Korea )

5. Test method used : See The Next Page.

6. Test Results : Attached Pages.
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The above testing certificate is the accreditedA&st result by Korea Laboratory /ﬂ;cy&tatlon Scheme, which
signed the ILAC-MRA(International Laboratory Accreditation Cooperation-Mutual Recognition Arrangement).

2020-01-06

FITI Testing & Research Institute
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Accredited by KOLAS, Republic of KOREA

President

¥ Report Verification No : 2MBP-XQFH-7TVC
(You can see the authenticity of your test report through the above "Report Verification No." at FITI homepage.)
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Thotestresults contained-in this-repert are-limited-to results-on- the-sample{s)-thatis-provided by client and-are-net ity indicative-or representative—
of the qualities of the lot from which the sample{s) was taken or of alt producis. Rasuilte sontainad in this rones seanel basad an the quality certification

of sample by the FITI quality certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless
allowed under a separate agreement set forth in an official document that is established between the client identified on this letter and the FITI.

This test report is related to KS Q ISO/IEC 17025 and KOLAS accreditation.
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01. PHTHALATES CONTENT ( KS M 1991 : 2016 ) : mg/kg
y #1
DBP (DI-N-BUTYL PHTHALATE) LESS THAN 50
BBP (BUTYL BENZYL PHTHALATE) LESS THAN 50
DEHP (DI(ETHYLHEXYL) PHTHALATE) LESS THAN 50
DNOP (DI-N-OCTYL PHTHALATE) LESS THAN 50
DINP (DI-ISONONYL PHTHALATE) LESS THAN 50
DIDP (DI-ISO-DECYL PHTHALATE) LESS THAN 50

NOTE) DETECTION LIMIT : 50 mg/kg

** End of The Report **
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