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11.0 STATEMENT OF CONFIRMITY

URL NO. : TC152702600000782F
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: For Other element please refer Report No.0521/0781/1
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: JANVI PRODUCTS

ELEMENTS RESULT(%)
Min. Max.

13-04-2026 13-04-2026

CONDITION OF SAMPLE : Test Piece (Sample Drawn by Customer)

TEST METHOD : BS-EN 15079:2015

MATERIAL SPECIFICATION : IS319(GRADE-1)

*IDENTIFICATION OF SAMPLE : ROUND 11.40 MM

INSTRUMENT UTILIZED

TEST REPORT

                       FORMAT NO:  TR-01,REV.01

DATE OF SMP. RECEIPT DATE OF TESTING DATE OF REPORT PAGE

TEST REPORT NO. :     

TEST RESULT : 

REQUIRED VALUE(%)

Pb 3.4583

39.0830

: Optical Emission Spectrometer-GNR-Italy Make-S3

*CUSTOMER REFERENCE NO. : TRF/1698

*TYPE OF TEST : Chemical Testing - Metals & Alloys

SUB GROUP                 : Copper Zinc Alloys

GROUND FLOOR, PLOT NO-82/4, DARED, SHIVAM PARK-6, 

JAMNAGAR, GUJARAT, 361004

2

REMARKS:
Sample(s) not drawn by Mechtek Laboratory LLP Jamnagar. The results relate only to the sample(s) tested..
This certificate shall not be reproduced except in full, unless written permission of M/s. Mechtek Laboratory LLP Jamnagar .
If balance material is available after testing, it will be retained for 15 days maximum. If customer wants to retain it for one month from this date, 

he has to inform in writing or he can collect the same.This certificate refers only to the particular item(s) submitted forTesting.
While Mechtek Laboratory LLP has made their best endeavors to provide accurate and reliable information, Mechtek Laboratory LLP is not 
responsible for any financial liability due to any act of omission or error made.
The conformity statement is given bases of decision rule documented in Quality Manual Annexture-2.

'*' Information Given by Customer.The Laboratory ID number is the same as the Test Report number.

             Tested By   

          Karan Sakariya

Authorised Signatory       

   .

Hardik PatoliyaFFG
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TEST REPORT

TEST REPORT NO. :                            FORMAT NO:  TR-01,REV.01

GROUND FLOOR, PLOT NO-82/4, DARED, SHIVAM PARK-6, 

JAMNAGAR, GUJARAT, 361004

DATE OF SMP. RECEIPT DATE OF TESTING DATE OF REPORT PAGE

13-04-2026 13-04-2026 13-04-2026 2 of 2

*TYPE OF TEST : Chemical Testing - Metals & Alloys

SUB GROUP                 : Copper Zinc Alloys

: JANVI PRODUCTS

MATERIAL SPECIFICATION : IS319(GRADE-1)

*IDENTIFICATION OF SAMPLE : ROUND 11.40 MM

*CUSTOMER REFERENCE NO. : TRF/1698

CONDITION OF SAMPLE : Test Piece (Sample Drawn by Customer)

TEST RESULT : 

ELEMENTS RESULT(%)
REQUIRED VALUE(%)

Min. Max.

INSTRUMENT UTILIZED : Optical Emission Spectrometer-GNR-Italy Make-S3

TEST METHOD : BS-EN 15079:2015

Cu+Ni 56.4371 56 59

Other 0.6857 - 0.7

---End---

: The above results conform to IS319(GRADE-1)

REMARKS:
Sample(s) not drawn by Mechtek Laboratory LLP Jamnagar. The results relate only to the sample(s) tested..
This certificate shall not be reproduced except in full, unless written permission of M/s. Mechtek Laboratory LLP Jamnagar .
If balance material is available after testing, it will be retained for 15 days maximum. If customer wants to retain it for one month from this date, 

he has to inform in writing or he can collect the same.This certificate refers only to the particular item(s) submitted forTesting.
While Mechtek Laboratory LLP has made their best endeavors to provide accurate and reliable information, Mechtek Laboratory LLP is not 
responsible for any financial liability due to any act of omission or error made.
The conformity statement is given bases of decision rule documented in Quality Manual Annexture-2.

'*' Information Given by Customer.The Laboratory ID number is the same as the Test Report number.
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          Karan Sakariya

Authorised Signatory       
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Hardik PatoliyaFFG


