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Jiangsu Rongda Material Corrosion Inspection Co., Ltd.

No.: 2020-M-1010177475-2
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No.18,DanYan Road,Phoenix Industry Park,Yanling Town, Danyang City, Jiangsu
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The above information is provided and confirmed by the customer and the lab is not responsible for its
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Test Project: Intergranular Corrosion Test
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Add : No. 155 Chunhui Road, Xishan Development District, Wuxi, Jiangsu, China
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Jiangsu Rongda Material Corrosion Inspection Co., Ltd.

No.: 2020-M-1010177475-2
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Intergranular Corrosion Test
MR F7iE: ASTM A262-2015 B8 EG AR G4 1) J (e Uk Mo A I (R A v SEEALAR. CE 7200
Test Method:ASTM A262-2015 Standard Practices for Detecting Susceptibility to Intergranular
Attack in Austenitic Stainless Steels (Method E)
¥ %+ Wi JE JT RERIGHL AUM-60W(LX05)~ Dino-lite &8 JSZ6(JX13)- HE £ 0-200mm(JF50).
B, BEL AP
Test Equipment:Hydraulic universal testing machine AUM-60W(LX05),Dino-lite Microscope JSZ6(JX13),
Digital display caliper 0-200mm(JF50),Electric stove
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Test Result:
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e Test Condition R _
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Sample 1A Test Time - P . e i e :
Size i : Test Solution  Angle Diameter | Sensitized System
No. (h) el PRI I O e :
(mm) S R R R :
1774752~ | 79.92x20.94 - TR - 1 6% B R 675°CfRiL 1h, =
l x5.75 W Gl .
15 copper-copper 180 6 Heat preservation
177475-2- | 79.55%21.07 sulfate-16% sulfuric at 675 °C for 1 h,
2 x5.60 acid solution(boiling) air cooling.

ik (D) AR IT B b,
(2) JEPhFERE T ik T K — R IR T .
Note:(1).The surface of the sample is polished and treated,

(2).Cleaning method after corrosion:Rinse with clear water—Alcohol cleaning and drying.
FEfms , WREER
Sample No. | : i i Test Result i
— 20X AW 5225 i AR S P AR TH JE 2R AL
No crack on the outer surface of the curved specimen is observed by the 20X microscope.
20X BB il oh 3
752 BB MRS T TR

No crack on the outer surface of the curved specimen is observed by the 20X microscope.
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Jiangsu Rongda Material Corrosion Inspection Co., Ltd.

No.: 2020-M-1010177475-2

177475-2-1 44 El/Metallograph 20X

177475-2-2 4:4HE/Metallograph 20X
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Sample photos
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=#*End of Report***
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Statement
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This report will be invalid if no special seal of the test report or public seal of the testing department are stamped.
2. WELHIH . . MAEAZT L

This report will be invalid if there are no signatures or seals of the compiler, auditor or certifier .

3. MEHRELR.

This report will be invalid if the content of the report is altered.

4. XHRKEREH AR T WERE 2 BRI H P R S AR

If there is any objection to this report, please inform the test department in 15 days since the day the company has
received the report.

5o MG AR EAHEEERE, WRE M e CURIE NS E R B E RETE RN, AFEAEE
AR

If the uncertainty data is not issued in the report, the conformance decision is based only on whether the measured
value is within the prescribed limit value and does not consider the effect of uncertainty.

6. ASEEE BTN, HATIAT MR . S5 R OGE A RE fh TR IR R I T B AT S e L.

The datum and results shown in this report only refer to conformity to the inspection items or the testing items
which are carried out for the submitted sample when our laboratory is entrusted with the test.

7. ARE ENHH BRI R Tt R AL R RS 2 M R ) AR 5

Our laboratory is responsible for this test result. No one shall copy this report if they do not hold the written
consent of our laboratory. '
8. AR, AR IO A .
If there is any discrepancy between the Chinese and the English versions of the above statement, the Cﬁg‘;é's
ey

version shall prevail.



