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SS OIL TOOLS
CERTIFICATION

ACCESS OIL TOOLS certifies that the following equipment has been
manufactured in accordance with API SPEC 8C requirements. The
material has passed our quality control department with the following
specifications.

DESCRIPTION: AOT 31/2” SLIP ASSEMBLY FOR “YT” ELEVATOR

PART NO. E23108-5 SERIAL NO. 45475 INSPECTED

BRINELL HARDNESS INSPECTION OK INSPECTED
MATERIAL SPECIFICATION INSPECTION INSPECTED
NDE INSPECTION INSPECTED
DIMENSIONAL INSPECTION INSPECTED
FUNCTIONAL INSPECTION INSPECTED
LOAD TEST INSPECTED
LOAD APPLIED DURING TEST INSPECTED

DURATION OF LOAD TEST INSPECTED

CUSTOMER: ALCO INC P.O.: 36938
DT#-C0 6070 {

DATE ISSUED:




