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|HGS - HOLLOW GLASS MICROSPHERES
[Applications |

Adhesives: Reduce weight, Scund deadening . Improved slump, improved electrical
and thermal properties of insulation
Auto Body Filler: Easier filing and sanding. Improved thermal insulation
Automotive Air Filters: Lower weight. Lower cost, Improve hand, No crease whitening
Boat Manufactures/Repair (putty): Reduce weight, Improve tensile flexural modulus,
Increase stiffness, Improve impact strength, Excelient nal and screw holding

Casting: Lower weight, Lower cost, Improve hand, Sound deadning, Improved slump, improved
electrical and thermal properties

Caulk: Improved rheology. Higher loading, Durability, Reduced shrinkage,
Reduced weight, Sound deadening

Cultured Marble (Synthetic Marble): weight reduction, Improved resistance
to thermal-shock cracking, Easier installation

Coating: Lower cost. High loading with low viscosity, Impeoved flow, Gloss control, Impeoves
hardness and abrasion resistance, Helps prevent UV degradation.

Epoxy: Density reduction, Improved detail, Increased rigidity and surface hardness,
reduced warpage

Explosives: improved sensitivity, Density reduction. Increased velocity and detonation pressure.

Foam: Time cycles are raduced, Increased regidity, Smoother surface
finigh, Foam cedl structure more uniform, Lowers cost

FRP: Lower weight, Sound deadening, Improved slump, Improved electrical and
thermal properties

Molding: Improved detad, Lowers cost, Increased regidity, Reduced warpage

Polyester Spray-Up Laminates: Reduced shrinkage and cracking, Lower welght,
Lower cost

Putty: Lower weight, Sound deadening, Improved slump, Improved electrical and thermal
properties.

Sealants: Lower weight, Sound deadening, Improved slump, Improved electrical
and thermal properties




