[image: tablo içeren bir resim

Açıklama otomatik olarak oluşturuldu]
image1.tiff
Mortars & Screeds
Polymer Modified

Lightweight Repair Mortars

(dry powder mortar)
Portland Cement 25.0 32.0 35.0
Sand 52.0 48.0 51.0
HGS-16 20.0 16.0 10.0
Polymer 25 33 34
Cellulose Thickner 0.2 0.3 0.3
Melement F10 0.3 0.4 0.3
Composite density, g/cc (approx) 1.2 1.4 1.6
Compressive Strength, MPa (approx) 18..0 20.0 25.0
Floor Toppings
Portland Cement 28.0
Flooring sand 18.2
HGS-16 8.0
Coranite chips (3mm) 43.0
Polymer 28
Composite density, g/cc (approx) 1.6
Compressive Strength, MPa (approx) 25.0

Self-Leveling Screeds

Portland Cement 28.0
High Alumina Cement 8.0
Coarse Sand 36.0
Fine Sand 18.0
Melement F10 11
HGS-16 6.2

Polymer 2.7




