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| OIL-WELL CEMENTS ||

HGS - HOLLOW GLASS MICROSPHERES

Lighter density - Aids in bridging - Heat compatability

Reduces cost - Insulating qualities
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Cement is used to prevent the side walls of a well from “blowing out” as oil wells are being drilled.

The use of standard density cement slurries may produce excess hydrostatic pressure and aggravate
potential blowiuts in shale and other formations of weak rock strata. With the addition of HGS Hollow
Glass Microspheres to the cement slurry, the density of the slurry can be matached to the strata of the
well site.

TYPICAL PROPERTIES
HGS GRADE 16 21
Physical Form Powder Powder
SO:I‘:rD ity White  White
ulk Densi

Lbs/ft 3 9.0 71
Specific Gravitv A7 A9
Average particle

Size. Microns 40 65
Pressure for 10%

collapse, psi 1250 1475
Softening Point ©F 1800 1800
0il absorption, 38 36

(gm oil/100 cn3)

Samples and literature are available upon request.




