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LVT Flooring
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Wear layer

Deco Paper

Glass fiber

KC-8003
Base layer

Middle layer



PVC Flooring Dryback
Size : 152.4mm*914 4mm*2.0mm*0.12mm
Wood Planks Series

Thickhess : In stock 2.0mm ( 2.5/3.0/4.0/5.0/6.0 Custom design ) Sample thickness 2.0 mm
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LVT Flooring

LVT not only simulates wood grain and

stone grain in appearance, but also serves

as an elastic floor made of PVC material.

LVT is also a floor with unique charm. --

elasticity, different from hard materials

KC-8006 : :
such as stone and ceramic tile, LVT

imitation stone floor gives people a more

comfortable experience. -- both hygienic

and anti-skid, LVT floor has unique

anti-skid ability, and at the same time, it

ensures enough anti-fouling ability and is

easy to clean. mould-proof and

insect-free, wear-resistant and durable,

LVT floor bottom layer is a mixture of lime

and PVC, with good stability; The surface

KC-8007
layer is pure PVC wear resistant layer,

high wear resistance. LVT has the

advantages of scientific and
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technological products compared with
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wooden floors, which are prone to
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deformation and the risk of insects.
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PVC Flooring Dryback
Size : 152.4mm*914.4mm*2.0mm*0.12mm
Wood Planks Series

Thickhess : In stock 2.0mm ( 2.5/3.0/4.0/5.0/6.0 Custom design ) Sample thickness 2.0 mm
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WE ARE THE NATUREALLY
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PVC Flooring Dryback
Size : 152.4mm*914. 4mm*2.0mm*0.12mm
Wood Planks Series

Thickhess : In stock 2.0mm ( 2.5/3.0/4.0/5.0/6.0 Custom design ) Sample thickness 2.0 mm
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LUXURY VINYL TILE PVC Flooring Dryback

Size : 152.4mm*914.4mm*2.0mm*0.12mm

Wood Planks Series

All color film in stock.
Also accept color film design from you

Thickhess : In stock 2.0mm ( 2.5/3.0/4.0/5.0/6.0 Custom design ) Sample thickness 2.0 mm
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PVC Flooring Dryback
Size : 457.2mm*457.2mm*2.0mm*0.12mm
Marble Series

Thickhess : In stock 2.0mm ( 2.5/3.0/4.0/5.0/6.0 Custom design ) Sample thickness 2.0 mm
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The main raw material that produces PVC R e - on o S e RS
floor is polyvinyl chloride, polyvinyl
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KC-6003 KC-6005

non-toxic and renewable resources, it has
been used in large quantities in People's
Daily life, such as tableware, medical

infusion tube bag, its environmental

protection i1s not necessary to worry

about.

KC-6006
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PVC Flooring Dryback

Size : 457.2mm*457.2mm*3.0mm*0.30mm
Cameo Series

Thickhess : In stock 3.0mm, sample thickness 3.0mm




PVC Flooring Click Flooring
Size : 180mm*1220mm*4.2mm*0.35mm
Interlock Series

Thickhess : In stock 4.2mm ( /5.0/6.0 Custom design ) Sample thickness 4.2 mm

KCS8001

e

KCS8003

"PVC locks a floor board" the floor that points
to the material that USES polyvinyl chloride to
produce namely. Specific it is with polyvinyl
chloride and its copolymer resin are main raw
material, add filler, plasticizer, stabilizer,
coloring agent to wait for complementary
material, go up in sheet form continuous base
material, via besmearing craft or via
calendering, extrude or extrude craft

production and become. Now, all hospital
floors must specify that PVC latches are

required. The school is also mostly in the use
of PVC locking floor, other public places are

also widely used.

Interlock Flooring




PVC Flooring Click Flooring LUXURY VINYL TILE
_ Size : 180mm*1220mm*4.2mm*0.35mm

Interlock Series In house,In peace,In life.

Thickhess : In stock 4.2mm ( /5.0/6.0 Custom design ) Sample thickness 4.2 mm
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PVC Flooring Click Flooring
Size : 180mm*1220mm*4.2mm*0.35mm
Interlock Series

Thickhess : In stock 4.2mm ( /5.0/6.0 Custom design ) Sample thickness 4.2 mm
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PURSUE YOUR TRUE COLORS
AND ENJOY LIFE.

KCS8013




PVC Flooring WPC Flooring

Size : 180mmM*1220mm*10mm*0.55mm
Wood Planks Series

Thickhess : In stock 10mm , Sample thickness10 mm

WPC1001

 |WPC Flooring

UV coating

WPC1002

Wear layer

Deco Paper

WPC Layer

Middle Layer - =

WPC1003

CORK / IXPE / EVA 21/22
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PVC Flooring WPC Flooring
Size : 180mm*1220mm*10mm*0.55mm
Wood Planks Series

Thickhess : In stock 10mm , Sample thickness10 mm

WPC Flooring

WPC Is a new composite material,
characterized by green environmental

protection, plastic instead of wood. Wood

WPC1005 , | | ,
Plastic Composite material (Wood Plastic

Composite, WPC) is a kind of new
material, in the usual sense, an acronym

for WPC 'represents a wide range of

Composite materials, the material is

made of pure or recycled Plastic and

made of natural fiber packing, the Plastic
can be high density polyethylene (HDPE),
polypropylene (PP), polystyrene (PS) and
polyvinyl chloride (PVC) and so on all

kinds of Plastic,c while natural fibers
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) I STONE PLASTIC COMPOSITE
Size : 175mm*1220mm*3.5mm*0.35mm _
Fasy install Easy clean

Thickhess : In stock 3.5mm/4.2mm ( 5.0/6.0 Custom design ) Sample thickness3.5 mm

SPC3001 SPC3005

SPC3002 SPC3006

SPC3003 SPC3007/




SPC Flooring | STONE PLASTIC COMPOSITE

Size : 175mm*1220mm*3.5mm*0.35mm

Wood Planks Series Anti-fair,Anti-slip,Anti-bacteria, Anti-moth.

Thickhess : In stock 3.5mm/4.2mm ( 5.0/6.0 Custom design ) Sample thickness3.5 mm

I SPC Flooring

SPC3009

e&—— UV coating
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Wear layer

Deco Paper
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