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Sample
Test

Zone*
Sample

Width (in)

Sample
Thickness

(in)
1 B,W,H 0.3575 0.375
2 B,W,H 0.3340 0.375
3 B,W,H 0.3575 0.375
4 B,W,H 0.3565 0.375

* B=Base Matl., W=Weld Metal, H=HAZ
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Division/Discipline: Inspection and Testing

Bend Test Results
www.amron.co

Tested By:

2.375"
P Number P1, Gr. 1 ASME IX

As Welded
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Material Grade

Comments/Notes

Results

Accept
Accept
Accept
Accept

SA36 1.500"N/A

A20180407-20180511

Size of Indication

N/A

Open Indications

N/A
N/A

Type of Bend

Side Bend
Side Bend
Side Bend
Side Bend

Be
nt
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am

pl
es

None
None
None
None N/A
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Producer ARH
Approved

Sample
Test

Zone*
UTS (psi)

Ultimate
Load (lbf)

Yield
Strength

(psi)

Yield Load
(lb)

Original
Width/Dia.

(in)

Original
Thickness

(in)

Elongation
(%)

Failure
Location*

Result**

T1 B,W,H 70,866 11,763 54,606 9,064 0.463 0.359 0.1660 20% B Accept
T2 B,W,H 74,184 12,566 58,612 9,928 0.479 0.354 0.1694 20% B Accept

* B=Base Matl., W=Weld Metal, H=HAZ ** See attached charts

Print Sign

Calibration Date

Comments/Notes:

2/1/2018Min. Elongation

Tested By:

Delivery Condition
Model Number
Tensile Machine

Date
Amron Job Number

Date

5/15/2018

Satec 120HV-1048

A20180407-20180515

120HV-MTEST
As Welded N/A

Project
Customer

Material Spec. Minimum Tensile (psi)
P No./Group No. P1, Gr. 1Material Grade.

Division/Discipline: Inspection and Testing

Tensile Test Results
www.amron.co
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Test Set-UpSamples

Broken Samples Broken Samples

Original
Area (in2)

W-GTFCXX-065 Customer PO

SA36        58,000
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