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ASTM & ISO Properties !

Physical Nominal Value_Unit Test Method
Density 0905 glom® ASTM D1505
Melt Mass-Flow Rate (MFR) (230°C/2.16 kg) 20 g/10 min ASTM D1238

Mechanical Nominal Value_Unit Test Method
Tensile Strength (Yield) 3500 psi ASTM D638
Tensile Elongation (Yield) 70 % ASTM D638
Flexural Modulus 160000 psi ASTM D790

Impact Nominal Value_Unit Test Method
Notched Izod Impact (73°F) 20 fiblin ASTM D256

Hardness Nominal Value_Unit Test Method
Rockwell Hardness (R-Scale) 8 ASTM D785

Thermal ‘Nominal Value_Unit Tost Method
Deflection Temperature Under Load (66 psi, Unannealed) 200 °F ASTM D648
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