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Lab Reference No.:MNT223449GZ
SGS Report No.:MCHGZ2200721-01A

TESTING  REPORT

WELLGO CHEMICAL TECHNOLOGY CO.,LTD.Principal Name:                    

Principal Address:                1-306 XINKANG GARDEN OF XINTANG,GUANGZHOU,GUANGDONG CHINA.

Declared Sample Name:                

Sample Condition on Receipt:         

Sample Received Date:                

In accordance with instructions received from applicant, we prepared and carried out required test on the sample. The 
analysis results reported as refer to the next page(s)

GLYCEROL MONOSTEARATE.

2022-07-18

POWDER.

Sample Testing Period:                2022-07-18 ~ 2022-07-26

2022062501.Declared Sample Number:               

SGS-CSTC Standards Technical Services Co.,Ltd.Guangzhou Branch

______________________________

Authorised Signatory

2022-07-26

WARNING: The sample(s) to which the findings recorded herein (the ''Findings'') relate was(were) drawn and / or provided by the Client or by 

a third party acting at the Client's direction.  The Company accepts no liability with regard to the origin or source from which the sample(s) 

is/are said to be extracted.The test report shall only be used for clients' scientific research, teaching, internal quality control, product research 

and development, etc... and just for internal reference.

Page 1 of 2



Testing Report Page: 2 / 2

Lab Reference No.:MNT223449GZ
SGS Report No.:MCHGZ2200721-01A

Standard No.

GB 15612-1995

GB 15612-1995

GB 15612-1995

GB 1986-2007

GB/T 5534-2008

GB/T 618-2006

GB 5009.74-2014

GB 5009.76-2014

Result

2022062501

98.7

0.66

1.0

0.5

165.5

65.1

<5

<1

Unit

%(m/m)

%(m/m)

g I₂/100g

%(m/m)

mg KOH/g

℃

mg/kg

mg/kg

Test Items

Total Monoglyceride Content

Free Acidity(as Stearic Acid)

Iodine Value

Free Glycerol(Titration Method)

Saponification value

Crystallizing Point

Heavy metal(as Pb)

As

Sample photo:

MNT223449GZ.001.

SGS authenticate the photo on original report only
******The end******
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