REGULATORY AND ECONOMIC RESOURCES DEPARTMENT

MIAMIDADE 11805 SW 26" Street, Miami, ;Igcz;ri;:lf;gégg
COUNTY V/bu

Miamidade.gov/building

MINIMUM INSPECTION PROCEDURAL GUIDELINES
FOR BUILDING STRUCTURAL RECERTIFICATION
CASE REFERENCE NUMBER: LICENSEE NAME: Steve Young
TITLE: President and P.E. for the firm Howard J. Miller, P.E., Inc.

ADDRESS: 3850 N.W. Boca Raton Blvd., Suite 1
Boca Raton, Florida 33431

JURISDICTION NAME:

Digitally signed by Steve Young

City of Aventura
4 SIGNATURE: Steve Young Date: 2024.03.28 14:59:00 -04'00°

*Use separate sheets for additional responses by referencing the report number.

1. DESCRIPTION OF BUILDING
a. Name on Title: The Landmark Club Condominium

b. Building Street Address: 20185 East Country Club Drive, Aventura, Florida 33180 Bldg. #:

c. Legal Description: The Landmark Condo; Aventura Fifth Addition PB116-39; A port of..... Attached: | []

d. owner’'s Name: The Landmark Club Condominium Association, Inc.

e. Owner’s Mailing Address: 20185 East Country Club Drive, Aventura, Florida 33180

f. Folio Number of Property on which Building is Located: 28-1235-057-0001

g. Building Code Occupancy Classification: R3

h. Present Use: Condominium

i. General Description of building (overall description, structural systems, special features):

Poured-in-place conventionally reinforced concrete slabs and columns supported on a foundation

assumed to be constructed of pre-cast reinforced cancrete pilings, pile caps and grade bheams

j- Number of Stories: 25 fioor tower and 4-story parking sarage K. 1S this a Threshold Building as per 553.71(12) F.S. (Yes/No): Yes

l. Provide an aerial of the property identifying the building being certified on a separate sheet. Attached:|[]

m. Additional Comments:

As a routine matter, in order to avoid possible misunderstanding, nothing in this report should be construed directly or indirectly as a guarantee or warranty for any portion of the
structure. To the best of my knowledge and ability, this report represents an accurate appraisal of the applicable and present condition of the building based upon visual inspections of

the easily accessible portions of the Structure. TS understood by all parties 1o inc ude the property owner that my fecommendation for re-certification does not release or indemni y the

property owner in any way or form from properly maintaining the property for safe continued use and occupancy at all times.

Furthermore, this report is not a zoning or Code compliance report. Life-safety inspections were not performed and to the best of our knowledge not required to be performed.
Furthermore, Howard J. Miller, P.E., Inc. including myself (HIM), have made no attempt to excavate, demolish, or otherwise remove existing construction and therefore can make no
judgments as to elements not readily visible or otherwise not exposed to view. HJM offers no opinion as to the accuracy of line and grade, adequacy of structural design, conformance to
Building Codes, nor propriety of materials constructed or manufactured off-site. HIM does not imply that we have observed or noted all structural defects. The content of this report is
based solely on inspection of areas made accessible at the time of the inspection and no testing is part of this report.
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n. Additions to original structure:

None detected

garage approx. area is 200,000 s.f.

o. Total Actual Building Area of all floors: tower approx. 550,000 S.F.

2. INSPECTIONS

a. Date of Notice of Required Inspection: 1-year early notice (due: 3/31/2024): January 11, 2023

b. Date(s) of actual inspection:Apl’” 12, 2022 through March 22, 2024

c. Name. license number, discipline of practice, and qualifications of licensee submitting report:

Steve Young, Professional Engineer: PE 45437; Special Inspector: SI 0991

d. Description of laboratory or other formal testing, if required, rather than manual or visual procedures:

None required

e. Are Any Structural Repairs Required? (YES/NO): Yes

1. If required, describe, and indicate acceptance:

No repairs are required for either the 28-story apartment tower or 4-story garage. The seawall wall

panels exhibit a horizontal crack typically found above average water level throughout the wall.
Although the crack does not currently represent a compromise to the walls structural integrity, the

seawall needs to inspected by a Marine Contractor/Engineer and repaired as necessary.

f. Can the building continue to be occupied while recertification and repairs are ongoing? (YES/NO): Yes

1. Explanation/Conditions:

All necessary concrete repairs were recently performed and completed under

Building Permit # BCOM2205-0002.

g. Is it recommended that the building be vacated? (YES/NO): No

h. Has the property record been researched for violations or unsafe cases? (YES/NO): No

1. Explanation/Comments:
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w

. SUPPORTING DATA

cover letter-summary

Additional sheets of written data

53 (15 pages) photos including aerial & elevations

b. Photographs provided (where required plus each building elevation)
n.a. . o .

c. Drawings or sketches (aerial, site, footprint, etc.)

d. n.a. Test reports

4. FOUNDATION

a. Describe the building foundation:

According to the original plans, the tower building and garage foundation construction consists of
pre-cast, pre-stressed, concrete pilings supporting poured-in-place concrete piling caps and grade
beams

b. Is wood in contact or near soil? (Yes/No): NO

c. Signs of differential settlement? (Yes/No): NO

d. Detstclribe a:y cracks or separation in the walls, columns, or beams that signal differential PROVIDE PHOTO
settlement:

All exposed exterior cracks and/or separations were recently repaired, sealed and painted under
Building permit #BCOM2205-0002. None of the cracks/separation were indications of differential
settlement and currently there are no visible indications of structurally significant differential settlement

e. Is water drained away from the foundation? (Yes/No): Yes

f. Is there additional sub-soil investigation required? (Yes/No): NO

1. Describe:

5. PRESENT CONDITION OF OVERALL STRUCTURE

a. General alignment: (Note: good, fair, poor, explain if significant) PROVIDE PHOTO ‘

1. Bulging: good

2. Settlement: g0Od

3. Deflections: good

4. Expansion: good

5. Contraction: good
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b. Portion showing distress: (Note, beams, columns, structural walls, floor, roofs, other) PROVIDE PHOTO

All exposed cracked and spalled concrete at the building tower and garage beams, columns, walls,
and floor slabs were caused by typical concrete deterioration and were repaired during the recently
campleted project performed under Building Permit #BCOM2205-002. None of the previously
deteriorated concrete elements represented structurally significant distress.

c. Surface conditions: Describe general conditions of finishes, cracking, spalling, peeling,
signs of moisture penetration and stains.

PROVIDE PHOTO

All exterior stucco covered walls, ceilings, and columns were recently repaired as necessary, sealed,
and painted during the recently completed project.

d. Cracks: Note location in significant members. ldentify crack size as HAIRLINE if barely discernible;
FINE if less than 1 mm in width; MEDIUM if between 1- and 2-mm width; WIDE if over 2 mm.

PROVIDE PHOTO

All exterior cracks were recently repaired as necessary, sealed, and painted during the recently

completed project. The vast majority of cracks other than within areas of spalled stucco or concrete
were considered to be hairline cracks

e. General extent of deterioration: Cracking or spalling of concrete or masonry, oxidation of metals;

) PROVIDE PHOTO
rot or borer attack in wood.

All exposed exterior cracked and spalled concrete were repaired during the recently completed project.

Currently there are no visible cracked or spalled concrete, masonry, oxidation of metals and/or rotted
woaod

f. Previous patching or repairs (Provide description and identify location): PROVIDE PHOTO

All exposed exterior cracked and spalled concrete elements were repaired during the recently
completed project.

g. Nature of present loading: (Indicate residential, commercial, storage, other - estimate magnitude for each level)

Residential

h. Signs of overloading? (Yes/No): No

1. Describe:
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6. MASONRY BEARING WALL: (Indicate good, fair, poor on appropriate lines)

PROVIDE PHOTO

a. Concrete masonry units: good

b. Clay tile or terra cota units: NOt applicable (n.a.)

c. Reinforced concrete tie columns: §00Od

d. Reinforced concrete tie beams: 00d

e. Lintel: good

f. Other type bond beams:

PROVIDE PHOTO

g. Exterior masonry finishes (choose those that apply):

1. Stucco: good

2. Veneer:N.a.

w

. Paint only:good

&

Other (describe):

h. Interior masonry finishes (choose those that apply):

PROVIDE PHOTO

1. Vapor barrier: NnOne detected

2. Furring and plaster: None detected

3. Paneling:N.A.

4. Paintonly: good

5. Other (describe):

i. Cracks:

PROVIDE PHOTO

1. Location (note beams, columns, other):

2. Description:

All exterior wall cracks were recently repaired, sealed, and painted during the recent project.

j- Spalling

PROVIDE PHOTO

1. Location (note beams, columns, other):

2. Description:

All exterior wall spalls were recently repaired, sealed and painted during the recently completed repair

project.
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k. Rebar corrosion (indicate on lines 1-4): PROVIDE PHOTO

1. None visible: L]

2. Minor (patching will suffice):

3. Significant (but patching will suffice):

All concrete repairs performed during the recently completed project were considered structural in nature. All repairs were performed

4., Slgnlflca nt (Structural I"epail’s req uired) in accordance with Building Permit #BCOM2205-0002 and all associated documents.

. Samples chipped out for examination in spalled areas (Yes/No): Yes

1. Yes—describe color, texture, aggregate, general quality:

7. FLOOR AND ROOF SYSTEM

a. Roof (Must provide)

1. Describe (roof shape, type roof covering, type roof deck, framing system, condition): PROVIDE PHOTO

The roof level slab is a flat conventionally reinforced pour-in-place concrete slab. The tower roofing
membrane was recently replaced in 2022 with built-up modified bitumen roofing System in new
condition.

2. Note water tanks, cooling towers, air conditioning equipment, signs, other heavy equipment

. PROVIDE PHOTO
and condition of supports:

Cooling tower concrete and metal supports were found in good condition.

3. Describe roof drainage system, main and overflow, and indicate condition: PROVIDE PHOTO

Roof drainage consists of intermediate drains and overflow parapet scuppers in good condition.

4. Describe parapet build and current conditions: PROVIDE PHOTO

All exposed parapet wall spalls above the current roofing membrane were recently repaired, sealed
and painted during the recently completed project.

5. Describe mansard build and current conditions: PROVIDE PHOTO

n.a.
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6. Describe roofing membrane/covering and current conditions: PROVIDE PHOTO

The existing roofing system is a built-up modified bitumen system recently completed in 2022 and is in
new condition.

7. Describe any roof framing member with obvious overloading, overstress, deterioration PROVIDE PHOTO
or excessive deflection:

No overloading, over-stress, deterioration or excessive deflection was detected.

8. Note any expansion joints and condition: PROVIDE PHOTO

b. Floor system(s):

1. Describe the floor system at each level, framing, material, typical spans and indicate PROVIDE PHOTO
condition:

The building tower's entire floor system from ground floor through the apartment floors and the roof are constructed of conventional

roinforcad nour-in-nlace _econerete and-decianed of tynieal enane  All avnncad caoneroto datariorationwac ranairad durina tho
TEmOTrCCaT POTT—IPIaACE CoONCTCHC ANt GC SRt GOty piCarSpPants— i CAPOSECaCoORCEHC GEChOuOntvwas T C PganrCGGarmg i

recently completed project. The 4-story garage's entire floor system from elevated ground floor to recreation deck are constructed of

nouraed-in-nlace reinforced-concrete_sunnorted bv-nre-stressad- nre-cast heams-and - desianed of tvnical snans All exnosed
poudrea-h-pracereiHorcea-concrete-stppoRea Ry pre-stesseapre-Cast beamSanaaesSighea-oitypica-SPaRS—AH-exPposea

concrete deterioration was repaired during the recently completed project.

2. Balconies: Indicate location, framing system, material, and condition: PROVIDE PHOTO

The building's balcony floor system from 1st elevated floor through the Penthouse floor is constructed of
conventionat reinforced, pour-in-pface, concrete and designed of typical spans. Al

all exposed concrete deterioration was repaired during the recently completed project. All pre-existing balcony
floor coverings were removed and subsequently waterproofed upon repairs to all exposed concrete deterioration.

3. Stairs and escalators: indicate location, framing system, material, and condition: PROVIDE PHOTO

The building's entire floor system from elevated garage levels, through the apartment floor and the roof are constructed of

convaentional reinforced—bour-in-place —conerete and-desianed-ef-tuvniecal spans Al
Cove o rEemrorCea PO P aate - Contretc ana aeSigne GOty prcarspans—

all exposed concrete deterioration was repaired during the recently completed project.

4. Ramps: indicate location, framing type, material, and condition: PROVIDE PHOTO

The garage from 1st elevated garage floor through recreation deck is constructed of conventional reinforced, pour-in-place,

haameoe - and-decianaed-aftvnicalecnanc

all exposed concrete deterioration was repaired during the recently completed project.

5. Guardrails: describe type, material, and condition: PROVIDE PHOTO

Exterior balcony railing systems are constructed of aluminum railing posts, glass panels, and horizontal rails. The overall condition of the railings are considered to be in
good condition. All loose railing posts were repaired during the recently completed repair project.

c. Inspection — note exposed areas available for inspection, and where it was found necessary to open ceilings, etc. for
inspection of typical framing members.

All balcony floor and ceilings were exposed for inspection and repairs as necessary. No ceilings
required to be opened for inspection of framing members.
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8. STEEL FRAMING SYSTEM
a. Description of system at each level: PROVIDE PHOTO

Other than elevator equipment in the roof level mechanical rooms and cooling tower supports, no other
steel framing was detected.

b. Steel members: describe condition of paint and degree of corrosion: PROVIDE PHOTO

The elevator mechanical room and cooling tower steel framing was found in good condition and
without corrosion.

c. Steel connections: describe type and condition: PROVIDE PHOTO

Steel beams to support elevator machinery consisted of bolted and welded connections in good
condition.

d. Concrete or other fireproofing: note any cracking or spalling of encased member and note

. . . PROVIDE PHOTO
where any covering was removed for inspection:

n.a.

e. ldentify any steel framing member with obvious overloading, overstress, deterioration, or PROVIDE PHOTO
excessive deflection (provide location):

n.a.

f. Elevator sheave beams and connections, and machine floor beams: note condition: PROVIDE PHOTO

All elevator machine room beams were found in good condition.

9. CONCRETE FRAMING SYSTEM
a. Full description of concrete structural framing system: PROVIDE PHOTO

The available original tower's structural plans show the following: Pre-cast, pre-stressed concrete pilings, pile caps and grade beams, supporting
conventionally reinforced pour-in-place concrete columns, beams, and masonry block walls. The concrete beams and columns support all elevated
(apartment floor & roof) conventional reinforced concrete slabs.

The garage plans Show pre-cast, pre-siressed concrete pilings, pile caps and grade beams, supporting conventionally reinforced pour-in-place concrete
columns supporting, pre-stressed, pre-cast beams and conventionally reinforced poured-in-place concrete slabs and masonry block walls.

b. Cracking

1. Significant or Not significant: NOt Stucturally significant.

2. Location and description of members affected and type cracking:

All exposed exterior cracked and spalled concrete were repaired during the recently completed
project.

BORA Approved — Revised November 18, 2021 Page 8 of 13 11/23R1.2



c. General condition

Upon completion of the recent concrete repair project, the general condition of the concrete faming is

considered to be in good condition.

d. Rebar corrosion — check appropriate line

1. None visible: [

2. Location and description of members affected and type cracking: PROVIDE PHOTO

All exposed deteriorated concrete and rebar corrosion were repaired during the recently complete
repair project.

3. Significant but patching will suffice: PROVIDE PHOTO

PROVIDE PHOTO

4. Significant: structural repairs required (describe):

All concrete repairs performed during the recently completed project were considered structural in nature. All
repairs were performed in accordance with Building Permit #BCOMZ2205-0002 and all associated documents.

e. Samples chipped out in spall areas:
1. No: PROVIDE PHOTO

2. Yes, describe color, texture, aggregate, general quality:

Samples of exposed corroded rebar were chipped out for examination at the beginning of the recently completed repair
project-and-found-to-be-theresult-of typical-corrosion-found-along-the beach-altexposed-concrete-spalts-werechipped-epen

for repairs to both rebars and concrete.

f. Identify a.ny concret.e framing member with obvious overloading, overstress, deterioration, PROVIDE PHOTO
or excessive deflection:

No obvious overloading, over-stress, or excessive deflection was noted prior making the above-mentioned
concrete repairs. Al exposed concrete deterioration was repaired during the recently completed project.

10. WINDOWS, STOREFRONTS, CURTAINWALLS AND EXTERIOR DOORS
a. Windows/Storefronts/Curtainwalls PROVIDE PHOTO

1. Type (Wood, steel, aluminum, vinyl, jalousie, single hung, double hung, casement, awning,
pivoted, fixed, other):

All apartment windows are aluminum single-hung systems. The remaining wall openings are covered
with aluminum sliding glass doors and windows.

2. Anchorage: type and condition of fasteners and latches:

All fasteners and latches were found to be stainless steel.
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3. Sealant: type and condition of perimeter sealant and at mullions:

All exterior perimeter sealant is urethane caulking.

4. Interiors seals: type and condition at operable vents:

No operable vents were noted.

5. General condition:

The overall condition of the windows appeared in good condition.

6. Describe any repairs needed:

No required repairs were noted.

b. Structural Glazing on the exterior envelope of Threshold Buildings (Yes/No): No

1. Previous Inspection Date:

2. Description of Curtain Wall Structural Glazing and adhesive sealant:

3. Describe Condition of System:

n.a.

c. Exterior Doors PROVIDE PHOTO

1. Type (Wood, Steel, Aluminum, Sliding Glass Door, other):

All balcony doors between the interior apartment and balconies are sliding glass aluminum door
frames.

2. Anchorage: type and condition of fasteners and latches:

All fasteners and latches were found to be stainless steel.

3. Sealant: type and condition of sealant:

All exterior perimeter sealant is urethane caulking.
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4. General condition:

The overall condition of the sliding glass doors appeared in good condition. Some remaining original
door systems were found in good condition.

5. Describe any repairs needed:

No required repairs were noted.

11. WOOD FRAMING

a. Fully describe wood framing system:

PROVIDE PHOTO

Recreation deck (above garage) gazebo wood framed roofs

b. Indicate the condition of the following: PROVIDE PHOTO

1. Walls:

n.a.

2. Floors:

n.a.

3. Roof member, roof trusses:

Wood beams, trusses, and roof planks in good condition

c. Note metal connectors (i.e., angles, plates, bolts, split pintles, other, and note condition): PROVIDE PHOTO

Angles, blots, and plates in good condition

d. Joints: note if well fitted and still closed: PROVIDE PHOTO

Well fitted and still closed
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e. Drainage: note accumulations of moisture PROVIDE PHOTO

No accumulation of moisture noted

f. Ventilation: note any concealed spaces not ventilated: PROVIDE PHOTO

n.a.

g. Note any concealed spaces opened for inspection: PROVIDE PHOTO

n.a.

h. Identify any wood framing member with obvious overloading, overstress, deterioration, PROVIDE PHOTO
or excessing deflection):

No obvious overloading, over-stress, deterioration and/or excess deflection was noted.

PROVIDE PHOTO

12. BUILDING FACADE INSPECTION (Threshold Buildings)

a. ldentify and describe the exterior walls and appurtenances on all sides of the building. (Cladding type, corbels, precast
appliques, etc.)

Exterior walls consist of stucco covered block walls & concrete, single-hung windows, sliding glass

doors and balcony railings.

b. Identify the attachment type of each appurtenance type (mechanically attached or adhered):

All sliding glass doors and windows are attached with stainless steel fasteners. All balcony railing
systems are a combination of welded and stainless steel fasteners and attached to the balcony floor

slabs with embedded aluminum railing posts

c. Indicate the condition of each appurtenance (distress, settlement, splitting, bulging, cracking, loosening of metal
anchors and supports, water entry, movement of lintel or shelf angles, or other defects):

None of the elements attached to the exterior walls and/or balcony railings show signs of distress,
splitting, and/or other defects. All exterior walls were repaired as necessary, sealed and painted
including complete removal & replacement of all building tower window/door perimeter caulking during

the recently completed project.
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13. SPECIAL OR UNUSUAL FEATURES IN THE BUILDING

a. Identify and describe any special or unusual feature (i.e. cable suspended structures, tensile fabric roof, large
sculptures, chimneys, porte-cochere, retaining walls, seawalls, etc.)

No special and/or unusual features were found on the building other than a seawall, front entrance
porte-cochere, bridge (tower to garage) and loading dock, all of which are in good condition after the
recent concrete repair project. The seawall should be inspected from the water to inspect for cracked
and/or spalled concrete walls, columns, cap, and footing. The wall exhibited no signs of mis-alignment,
setttement-andfor-structural-distressfrom-a-vistatinspectionperformed-from-groundHevet:

b. Indicate condition of the special feature, its supports, and connections:

The seawall should be inspected from the water to inspect for cracked and/or spalled concrete walls,
columns, cap, and footing. The wall exhibited no signs of mis-alignment, settiement and/or structural
distress from a visual inspection performed from ground level

Reset Form
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	FOR BUILDING STRUCTURAL RECERTIFICATION: Steve Young
	CASE REFERENCE NUMBER: 
	LICENSEE NAME: President and P.E. for the firm Howard J. Miller, P.E., Inc.
	JURISDICTION NAME: City of Aventura
		2024-03-28T14:59:00-0400
	Steve Young


	Additional sheets of written data: cover letter-summary
	Photographs provided where required plus each building elevation: 53 (15 pages) photos including aerial & elevations
	Drawings or sketches aerial site footprint etc: n.a.
	Test reports: n.a.
	Building Address: 20185 East Country Club Drive, Aventura, Florida 33180
	Bldg #: 
	Legal Description: The Landmark Condo; Aventura Fifth Addition PB116-39; A port of.....
	Legal Attached: Yes
	No of Stories: 28 floor tower and 4-story parking garage
	Aerial Attached: Yes
	Building Area: tower approx. 550,000
	Cracks: All exterior cracks were recently repaired as necessary, sealed, and painted during the recently completed project.  The vast majority of cracks other than within areas of spalled stucco or concrete were considered to be hairline cracks.
	Floor Roof Desc: The roof level slab is a flat conventionally reinforced pour-in-place concrete slab.  The tower roofing membrane was recently replaced in 2022 with built-up modified bitumen roofing system in new condition.  
	Steel Members: The elevator mechanical room and cooling tower steel framing was found in good condition and without corrosion.
	Steel Framing: n.a.
	Sample Chip No: Off
	Threshold Building: [Yes]
	Structural Repairs: [Yes]
	Occupy Building: [Yes]
	Recommend Vacate: [No]
	Record Researched: [No]
	Wood Contact: [No]
	Settlement: [No]
	Water Drained: [Yes]
	Additional Investigation: [No]
	Overloading: [No]
	Structural Glazing: [No]
	None Visible: Yes
	Sample Chipped: [Yes]
	Reset Form: 
	ADDRESS 1: 3850 N.W. Boca Raton Blvd., Suite 1
	ADDRESS 2: Boca Raton, Florida 33431
	Name on Title: The Landmark Club Condominium
	Owners Name:  The Landmark Club Condominium Association, Inc.
	Owners Mailing Address: 20185 East Country Club Drive, Aventura, Florida 33180
	Folio Number: 28-1235-057-0001
	Building Code Occupancy Classification: R3
	Present Use: Condominium
	General Description of Building: Poured-in-place conventionally reinforced concrete slabs and columns supported on a foundation 

assumed to be constructed of pre-cast reinforced concrete pilings, pile caps and grade beams.

	Additional CommentsRow1: As a routine matter, in order to avoid possible misunderstanding, nothing in this report should be construed directly or indirectly as a guarantee or warranty for any portion of the structure.  To the best of my knowledge and ability, this report represents an accurate appraisal of the applicable and present condition of the building based upon visual inspections of 
the easily accessible portions of the structure.  It is understood by all parties to include the property owner that my recommendation for re-certification does not release or indemnify the property owner in any way or form from properly maintaining the property for safe continued use and occupancy at all times.  

Furthermore, this report is not a zoning or Code compliance report.  Life-safety inspections were not performed and to the best of our knowledge not required to be performed.  Furthermore, Howard J. Miller, P.E., Inc. including myself (HJM), have made no attempt to excavate, demolish, or otherwise remove existing construction and therefore can make no judgments as to elements not readily visible or otherwise not exposed to view.  HJM offers no opinion as to the accuracy of line and grade, adequacy of structural design, conformance to Building Codes, nor propriety of materials constructed or manufactured off-site.  HJM does not imply that we have observed or noted all structural defects.  The content of this report is based solely on inspection of areas made accessible at the time of the inspection and no testing is part of this report.  
	Additions to original structure: None detected


                                                        garage approx. area is 200,000 s.f.
	Date of Notice of Required Inspection: 1-year early notice (due: 3/31/2024):  January 11, 2023
	Dates of actual inspection: April 12, 2022 through March 22, 2024
	Name license number discipline: Steve Young, Professional Engineer: PE 45437; Special Inspector: SI 0991
	Description of laboratory or other formal testing: None required
	If required describe and indicate acceptance: No repairs are required for either the 28-story apartment tower or 4-story garage.  The seawall wall panels exhibit a horizontal crack typically found above average water level throughout the wall.  Although the crack does not currently represent a compromise to the walls structural integrity, the seawall needs to inspected by a Marine Contractor/Engineer and repaired as necessary.
	ExplanationConditions:           All necessary concrete repairs were recently performed and completed under 
Building Permit #: BCOM2205-0002.  
	ExplanationComments: 
	Describe the building foundation: According to the original plans, the tower building and garage foundation construction consists of pre-cast, pre-stressed, concrete pilings supporting poured-in-place concrete piling caps and grade beams.
	Describe any cracks or separation: All exposed exterior cracks and/or separations were recently repaired, sealed and painted under Building permit #BCOM2205-0002.  None of the cracks/separation were indications of differential settlement and currently there are no visible indications of structurally significant differential settlement.
	Describe: 
	Bulging: good
	Settlement 1: good
	Deflections: good
	Expansion: good
	Contraction: good
	Portion showing distress: All exposed cracked and spalled concrete at the building tower and garage beams, columns, walls, and floor slabs were caused by typical concrete deterioration and were repaired during the recently completed project performed under Building Permit #BCOM2205-002.  None of the previously deteriorated concrete elements represented structurally significant distress.
	Surface conditions: All exterior stucco covered walls, ceilings, and columns were recently repaired as necessary, sealed, and painted during the recently completed project.
	General extent of deterioration: All exposed exterior cracked and spalled concrete were repaired during the recently completed project.  Currently there are no visible cracked or spalled concrete, masonry, oxidation of metals and/or rotted wood.
	Previous patching or repair: All exposed exterior cracked and spalled concrete elements were repaired during the recently completed project.
	Nature of present loading: Residential
	Describe 2: 
	Concrete masonry units: good
	Clay tile or terra cota units: not applicable (n.a.)
	Reinforced concrete tie columns: good
	Reinforced concrete tie beams: good
	Lintel: good
	Stucco:  good
	Veneer: n.a.
	Vapor barrier: none detected
	Furring and plaster: none detected
	Paneling: n.a.
	Paint only: good
	Other describe: 
	Paint only 4: good
	Location note beams columns other: 
	Description i2: All exterior wall cracks were recently repaired, sealed, and painted during the recent project.
	Location note beams columns other_2: 
	Description j2: All exterior wall spalls were recently repaired, sealed and painted during the recently completed repair  project.
	Minor patching will suffice: 
	Yes  describe color texture aggregate general quality: Samples of exposed corroded rebar were chipped out for examination at the beginning of the recently completed repair project and found to be the result of typical corrosion found along the beach all exposed concrete spalls were chipped open for repairs to both rebars and concrete. 

	Note water tanks cooling towers: Cooling tower concrete and metal supports were found in good condition.   
	Describe roof drainage system: Roof drainage consists of intermediate drains and overflow parapet scuppers in good condition.
	Describe parapet build: All exposed parapet wall spalls above the current roofing membrane were recently repaired, sealed and painted during the recently completed project.
	Describe mansard build: n.a.
	Describe roofing membranecovering: The existing roofing system is a built-up modified bitumen system recently completed in 2022 and is in new condition.
	Describe any roof framing member: No overloading, over-stress, deterioration or excessive deflection was detected.
	Note any expansion joints: _________________________________________
	Describe the floor system: The building tower's entire floor system from ground floor through the apartment floors and the roof are constructed of conventional reinforced, pour-in-place, concrete and designed of typical spans.  All exposed concrete deterioration was repaired during the recently completed project.  The 4-story garage's entire floor system from elevated ground floor to recreation deck are constructed of poured-in-place reinforced concrete supported by pre-stressed, pre-cast beams and designed of typical spans.  All exposed concrete deterioration was repaired during the recently completed project.
	Balconies Indicate location: The building's balcony floor system from 1st elevated floor through the Penthouse floor is constructed of conventional reinforced, pour-in-place, concrete and designed of typical spans.  All
all exposed concrete deterioration was repaired during the recently completed project.  All pre-existing balcony floor coverings were removed and subsequently waterproofed upon repairs to all exposed concrete deterioration.
	Stairs and escalators indicate: The building's entire floor system from elevated garage levels, through the apartment floor and the roof are constructed of conventional reinforced, pour-in-place, concrete and designed of typical spans.  All
all exposed concrete deterioration was repaired during the recently completed project.
	Ramps indicate location: The garage from 1st elevated garage floor through recreation deck is constructed of conventional reinforced, pour-in-place, concrete supported by pre-stressed, pre-cast beams and designed of typical spans.  All
all exposed concrete deterioration was repaired during the recently completed project.
	Guardrails describe type material: Exterior balcony railing systems are constructed of aluminum railing posts, glass panels, and horizontal rails.  The overall condition of the railings are considered to be in good condition.  All loose railing posts were repaired during the recently completed repair project.


	Inspection  note exposed areas available for inspection: All balcony floor and ceilings were exposed for inspection and repairs as necessary.  No ceilings required to be opened for inspection of framing members.
	Description of system at each level: Other than elevator equipment in the roof level mechanical rooms and cooling tower supports, no other steel framing was detected.
	Steel connections describe: Steel beams to support elevator machinery consisted of bolted and welded connections in good condition.
	Concrete or other fireproofing note: n.a.
	Elevator sheave beams and connections: All elevator machine room beams were found in good condition.
	Full description of concrete: The available original tower's structural plans show the following:  Pre-cast, pre-stressed concrete pilings, pile caps and grade beams, supporting conventionally reinforced pour-in-place concrete columns, beams, and masonry block walls. The concrete beams and columns support all elevated (apartment floor & roof) conventional reinforced concrete slabs.  

The garage plans show pre-cast, pre-stressed concrete pilings, pile caps and grade beams, supporting conventionally reinforced pour-in-place concrete columns supporting, pre-stressed, pre-cast beams and conventionally reinforced poured-in-place concrete slabs and masonry block walls.  
	Significant or Not significant: not stucturally significant.  
	Location and description of members affected:   All exposed exterior cracked and spalled concrete were repaired during the recently completed project. 
	General condition 9c: Upon completion of the recent concrete repair project, the general condition of the concrete faming is considered to be in good condition.
	Location and description of members affected 9d2: All exposed deteriorated concrete and rebar corrosion were repaired during the recently complete repair project.
	Significant but patching will suffice: 

	Significant structural repairs required: All concrete repairs performed during the recently completed project were considered structural in nature.  All repairs were performed in accordance with Building Permit #BCOM2205-0002 and all associated documents.
	Yes describe color texture aggregate general quality: Samples of exposed corroded rebar were chipped out for examination at the beginning of the recently completed repair project and found to be the result of typical corrosion found along the beach all exposed concrete spalls were chipped open for repairs to both rebars and concrete. 
	Identify any concrete framing member with obvious overloading: No obvious overloading, over-stress, or excessive deflection was noted prior making the above-mentioned concrete repairs.  All exposed concrete deterioration was repaired during the recently completed project.
	Type Wood steel aluminum vinyl: All apartment windows are aluminum single-hung systems.  The remaining wall openings are covered with aluminum sliding glass doors and windows.
	Sealant type: All exterior perimeter sealant is urethane caulking. 
	Interiors seals type and condition: No operable vents were noted. 
	General condition 10-5: The overall condition of the windows appeared in good condition.  
	Describe any repairs needed 10-6: No required repairs were noted.
	Previous Inspection Date: 
	Description of Curtain Wall: 
	Describe Condition of System: n.a.
	Type Wood Steel Aluminum: All balcony doors between the interior apartment and balconies are sliding glass aluminum door frames.  
	Anchorage type and condition of fasteners: All fasteners and latches were found to be stainless steel.
	Sealant type and condition of sealant: All exterior perimeter sealant is urethane caulking. 
	General condition 10-4: The overall condition of the sliding glass doors appeared in good condition.  Some remaining original door systems were found in good condition.
	Describe any repairs needed 10-5: No required repairs were noted.
	Fully describe wood framing system: Recreation deck (above garage) gazebo wood framed roofs 
	Walls 11b1: n.a.
	Floors 11b2: n.a.
	Roof member roof trusses: Wood beams, trusses, and roof planks in good condition
	Note metal connectors ie angle: Angles, blots, and plates in good condition
	Joints note if well fitted: Well fitted and still closed
	Drainage note accumulations of moisture: No accumulation of moisture noted
	Ventilation note any concealed spaces: n.a.
	Note any concealed spaces opened: n.a.
	Identify any wood framing member with obvious overloading: No obvious overloading, over-stress, deterioration and/or excess deflection was noted.
	Identify and describe the exterior walls and appurtenances: Exterior walls consist of stucco covered block walls & concrete, single-hung windows, sliding glass doors and balcony railings. 
	Identify the attachment type of each appurtenance: All sliding glass doors and windows are attached with stainless steel fasteners.  All balcony railing systems are a combination of welded and stainless steel fasteners and attached to the balcony floor slabs with embedded aluminum railing posts. 
	Indicate the condition of each appurtenance distress: None of the elements attached to the exterior walls and/or balcony railings show signs of distress, splitting, and/or other defects.  All exterior walls were repaired as necessary, sealed and painted including complete removal & replacement of all building tower window/door perimeter caulking during the recently completed project.  
	Identify and describe any special or unusual feature: No special and/or unusual features were found on the building other than a seawall, front entrance porte-cochere, bridge (tower to garage) and loading dock, all of which are in good condition after the recent concrete repair project. The seawall should be inspected from the water to inspect for cracked and/or spalled concrete walls, columns, cap, and footing.  The wall exhibited no signs of mis-alignment, settlement and/or structural distress from a visual inspection performed from ground level.  
	Indicate condition of the special feature: The seawall should be inspected from the water to inspect for cracked and/or spalled concrete walls, columns, cap, and footing.  The wall exhibited no signs of mis-alignment, settlement and/or structural distress from a visual inspection performed from ground level.  
	Other describe 5: 
	Anchorage type and condition of fasteners 2:  All fasteners and latches were found to be stainless steel.


