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COMPRESSION TEST 

 
 
MATERIAL: Flexible Porous Paving (4” x 4”) Material 
 

IDENTIFICATION Standard 
Mix #1 

Standard 
Mix #2 

Standard 
Mix #3 

HD 
Mix #1 

HD 
Mix #2 

Submitted Measurement: 1.71 1.64 1.52 1.69 1.66 
Measurement after 1,000 lbs. 1.68 -- -- -- -- 
Measurement after 2,000 lbs. -- 1.60 -- -- -- 
Measurement after 3,000 lbs. -- -- 1.49 1.69 -- 
Measurement after 4,000 lbs.    1.65 1.56 
Measurement after 10,000 lbs. 1.55   1.53  

 
REMARKS: The high density (HD) mix retained its rigidity structure up to 3,000 lbs.  

(13.5 TSF), it sprung back to original thickness within 0.10”, and the destruction 
of its rigidity and bond was at 4,000 lbs.   

 
The standard mix retained its rigidity structure up to 2,500 lbs. (11.25 TSF), it 
sprung back to original thickness within 0.10”, and the destruction of its rigidity 
and bond was at 3,000 lbs. 
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