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Client name :  JIANGXI JOHNSON TECHNOLOGY CO.,LTD 

Client address :  INTERSETION OF HIGH-TECH PRODUCTION ZONE IN WANNIAN COUNTY, 

SHANGRAO CITY, JIANGXI PROVINCE, P.R.CHINA 

 

Sample Description :  RPET 

Style No. :  JH80086 

Item No. :  JH80086 

Supplier :  JIANGXI JOHNSON TECHNOLOGY CO.,LTD 

Manufacturer :  JIANGXI JOHNSON TECHNOLOGY CO.,LTD 

Country of Origin :  CHINA 

The above sample(s) and information were provided by the client.  

----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 

 
 

SGS No. :  NBHL2203002524CW 

Sample Receiving Date :  Mar 03, 2022 

Testing Period :  Mar 03, 2022 to Mar 09, 2022 

Testing Performed :  Follow selected test(s) as requested by client. 
 

 Test Requirement Conc lusion 

1 Bisphenol-A See Results 
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Test Results:  

 

Test Part Description： 

SN ID.  Sample No. SGS Sample ID Description 

SN1 A1 NGB22-0005120-0001.C001 White plastic container  
 

Remarks: 

(1) 1 mg/kg = 0.0001% 

(2) MDL = Method Detection Limit 

(3) ND = Not Detected (< MDL) 

(4) “-“ = Not Regulated 

 

Bisphenol-A 

Test Method: With reference to SGS in house method, analysis was performed by LC-MS/MS. 

 

Test Item(s) CAS No. Units MDL A1 

Bisphenol-A 80-05-7 mg/kg 0.10 ND 
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Sample Photo: 

 

NGB22-0005120-0001.C001 

 

SGS authenticate the photo on original report only 

*** End of Report *** 
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