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5.2 Hard Body 

Note: These tests were carried out on a similar system using the same tiles and fixings, but 
on horizontal support rails. 

LOCATION ENERGY (Nm) RESULT 

Centre of tile 3 Vertical hairline crack from top of impact point. 
Tile stayed secure on wall. 

Short edge 
between tiles 

3 
 

No damage observed. 

Long edge 
between tiles 

3 Vertical crack across tile. 
Tile stayed secure on wall. 

Centre of tile 6 3-way crack across tile. 
Tile stayed secure on wall. 

Long edge 
between tiles 

6 Vertical hairline crack from top of impact point. 
Tile stayed secure on wall. 

Centre of tile 10 3-way crack across tile. 
Tile stayed secure on wall. 

 

6. DRAWING 

The following un-numbered page is a copy of Telling Architectural Ltd. drawing numbered 
T006. 

 

END OF CERTIFICATE 
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