


Exposed Aggregate 
Stone color and size may vary. 

Exposed Aggregate finish is a natural 

stone finish and is subject to iron ore 

bleeding.  This is a natural occurrence 

as the ore will rise through the panel 

and give the look of rusting.    

During building production everything is 

done to remove and wash out all ore 

sediments.  This is not a defect in the 

material or panel and is not covered as 

a warranty item.  



Brick Finish 



Broom Finish 



Rubbed Finish 



Split Block 

 Finish 



Combination-

Split Face 

Vertical Rib  

Finish 



Smooth Trowel 

 Finish 



CMU Finish 


