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REPORT DATE: March 5, 2021

DATE SAMPLED: February 19, 2021
DATE RECEIVED: February 19, 2021

DATE TESTED: February 19 -March 5, 2021
SAMPLED BY: C l i en t

S O U R C E : Va l m o n t P i t

SAMPLE LOCATION: Stockpile
SAMPLE DESCRIPTION: Zak f , ! \ 0 ‘ < r ^

SAMPLE NO. : 2

PROJECT: 4Mile Canyon
We s Te s t P R O J E C T N O . : 7 4 7 0 2 1

CLIENT: Boulder Recycling Aggregate
Mr. Kent Hogan
6405 Valmont Rd.
Boulder, CO 80301

G R A D A T I O N A N A L Y S I S - A A S H T O T 1 1 & T 2 7
P E R C E N T PA S S I N GSIEVE SIZE

S A M P L E S P E C I F I C AT I O N
1 - 1 / 2 ' 1 0 0

r 9 4

3 / 4 ' 91

1 / 2 ' 8 6

3 / 8 ' 8 3

# 4 7 3

# 8 5 3

# 1 6 4 2

# 3 0 2 8

# 5 0 2 4

# 1 0 0 1 7

# 2 0 0 1 2 . 6

SOIL CLASSIFICATION -ASTM D2487, AASHTO M145
Iuses: I I / \ASHTO:|S C A - 2 - 4

PLASTICITY INDEX -AASHTO T89, T90
S P E C I F I C AT I O N

LIQUID LIMIT (%) 2 4

PLASTIC LIMIT (%) 1 6

P L A S T I C I T Y I N D E X

R - VA L U E - A A S H TO T 1 9 0 , A S T M D 7 5
R - V A L U E * S P E C I F I C AT I O N

7 3

*Test performed by Ground Engineering

M O I S T U R E D E N S I T Y R E L A T I O N S H I P

i r

Standard -ASTM D698, Method C
Maximum Dry Density =132,2 pcf

Optimum Moisture =7.8 %
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REVIEWED BY: .


