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GA-CRM AS002 23.33 23.29 26.13 24.92 1.46 - - - - - -

GA-CRM AS003 21.10 21.12 24.60 25.45 0.96 - - - - - -

GA-CRM AS004 40.47 40.69 19.86 17.77 1.08 - - - - - -

GA-CRM AS005 34.23 34.33 23.06 19.67 1.13 - - - - - -

Contact details:

Phone: +27 82 786 81149 E-mail: Nonhlanhla@azuresky.it.com 17 Makriel road, Unit 3, Germiston, Gauteng , South Africa

 ISO 17034 : General requirements for the competence of reference material producers.

(Available in ±150g units)
Sample Specifications For General Analysis- Edition 01-07-2025                                                                                                                                                                                                    

PULVERISED COAL  <212um, < 60 MESH (DRY BASE RESULTS)

CERTIFIED REFERENCE MATERIAL (GA CRM) : CATALOGUE


