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AS 1141.3.1 8.4.3 - Sampling from the sides of the stockpile
AS 1289.1.1 - Sampling and Preparation of Soils
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Material: December Dixon White
Particle Size Distribution (AS1141.11.1) Particle Size Distribution ‘
Sample Washing Sample was Washed Sand | Gravel
Sieve Passed % Passing Limits Es:r“’f)i o 8 d g g 3 o
13.2 mm 100 ool —
4.75 mm 100
2.36 mm 98 80
1.18 mm 94 £ 7]
0.6 mm 80 @
o 6o

0.425 mm 58 2
0.3 mm 37 g 50
0.15 mm 16 o
0.075 mm 11 49
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Results relate only to the items tested/sampled.
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