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Sample Number: S-596F

Date Sampled: 04/04/2025 Approved Signatory: Mathew Morley
Dates Tested: 04/04/2025 - 15/04/2025 P rolis iy Laboratory Manager
Sampling Method: ~ Sampled by Client NATA Accredited Laboratory Number: 2734
The results apply to the sample as received
Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils
Sample Location: Dixon Sand
Material: Medium Wash April
Particle Size Distribution (AS1289 3.6.1) Particle Size Distribution : ‘
Sieve Passed % |Passing Retained % |Retained | Sand Gravel Co
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