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The results apply to the sample as received
Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils
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Particle Size Distribution

Sieve Passed % |Passing Retained % |Retained | Sand | Gravel Co
Limits Limits Fievea e | d e d a g

75 mm 100 0 104 mmS 3335 5 d % 9
63 mm 100 0 3

53 mm 100 0 o0 3

37.5mm 100 0 80, 1

26.5 mm 100 0 o 3

19 mm 100 0 2"

4.75 mm 100 0 & 6o |

2.36 mm 98 2 § 5ol

1.18 mm 92 6 8 :

0.6 mm 80 13 40 |

0.425 mm 62 17 sol |

0.3 mm 41 22 [ ]

0.15 mm 13 28 20, {1

0.075 mm 9 4 10 | ol
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This document shall not be reproduced except in full without the approval of the laboratory.
Results relate only to the items tested/sampled.
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