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DIXON SAND PTY LTD Laboratory: Penrith
4610 OLD NORTHERN ROAD Job No: 7555/1
MAROOTA NSW 2756

Project: MATERIAL ANALYSIS
MATERIAL TESTING - 4610 OLD NORTHERN ROAD, MAROOTA
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TEST PROCEDURE AS1141.11.1
Material Description Dixon Yellow
Sieve Analysis
Laboratory Number 7555/1-594
Tested By SB
Checked By MM
Pre-treatment Washed -
Sieve Size Percentage Passing Standard Oven Drying
9.5mm 100
4.75mm 100
2.36mm 99
1.18mm 96
600 microns 84
300 microns 29
150 microns 14
75 microns 10
Date Sampled Oct
Sampling Procedure Sampled by Client - Tested as received
Sampling Location Ex Maroota Quarry
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