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MATERIAL:   GORILLA INSULATION 
SPECIFICATION:  ASTM C692-13 
SAMPLE DESIGNATION: (1) SAMPLE LOT:  SAMPLES MARKED SAMPLE #4 & SAMPLE #5, 
                “THE INTELLECTUAL GORILLA GmbH, 

          8411 PRESTON ROAD, SUITE 750, 
          DALLAS, TEXAS 75225” 

 
STRESS CORROSION CRACKING TEST 
None of the four coupons in contact with the referenced material exhibited indications of stress 
corrosion cracking when tested and examined in accordance with ASTM C692-13 by the Drip 
Method. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
*Revised to change customer sample designation. 
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